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Abstract: The glass molding process (GMP) can press glass perform into a shape of finished lens under high pressure and
temperature conditions, and it is easy to achieve mass production. So, it has emerged as a promising alternative way to
produce complex shapes lens. It is well known that viscoelastic is one important properties of glass at high temperature. In
this study, A 4-pair generalized maxwell model was used to express viscoelastic of glass, and model parameters were
obtained by fitting the relaxation curve obtained from experiment. The finite element models were established by
MSC.MARC, the correctness of the FEM models and its used model parameters were verified by the cylindrical
compression experiments. Finally, the simulations of glass lens forming stage were performed under different conditions.
Stresses distribution were predicted by FEM, it was found that the maximum stress at the edge of lens, which make lens
rupture easily at this zone. It was also discovered that the molding temperature is higher, the less stress, and the molding
velocity is higher, the higher stress.
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1. INTRODUCTION
Recently, aspherical lens are increasingly being used in
many products, such as medical and scientific instruments
[1, 2]. Traditional ways to produce lens are not suitable mass
production and dangerous to environment, an new
manufacturing process is needed that can produce high
precision aspherical lens. The glass molding press(GMP) has
been a effective and economical alternative way to produce
complex shapes lens gradually, more and more researchers
pay attention to this technique [3, 4]. The glass molding
process can be classified into several different stages
generally, as shown in Fig. (1). This process begins with a
glass perform placed between molds, and subsequently the
molds and glass perform are heated to a temperature between
the transition and soften temperature of glass. Once the
temperature of glass perform has reached a steady state, the
upper and lower molds is closed with a specified speed.
Finally, the formed lens are cooled to room temperature and
then the finish lens are taken from the molds [5].
So far, there are still many problems that need to be
solved during the process of GMP, such as mold life,
optimization of process parameters and so on [6, 7]. Finite
element method (FEM) has been confirmed to be an
effective and economic way to work out these problems.
The purpose of the present investigation is to built a
validated FEM model to study the process parameters during
lens molding process. In the paper, firstly, the cylindrical
compression tests were done to attain model parameters.
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And then the FEM models of cylindrical compression using
MSC. Marc were established based on attained model
parameters. Meanwhile, the FEM models were verified by
experiments. Finally, The numerical simulation of the
aspherical lens forming process were simulated, the stress
distribution in the lens and its influence factors were
analyzed and discussed.

Fig. (1). Schematic Diagram of A Glass Molding Process.

2. MATERIAL PROPERITY AND ITS THEORETICAL MODELS
As mentioned previously, the temperature of GMP is
between the glass transition temperature and softening point
temperature, at this temperature region, glass material
expresses viscoelastic response which is a combination of
viscous fluidity and elastic solidity [8]. Generally, the
viscoelastic behavior can be represented by mechanical
analogs consisting of springs and dashpots which help
visualize and determine the relation between stress and strain
in these materials. A schematic diagram of generalized
Maxwell model is shown in Fig. (2), which can be used to
model the stress relaxation behavior well. In Fig. (2), Gi and
2015 Bentham Open

Study on High-Temperature Glass Lens Molding Process

The Open Materials Science Journal, 2015, Volume 9

ηi are the shear modulus of the spring and the viscosity of
the dashpot respectively, n is the number of Maxwell
elements. The constitutive equation of the stress relaxation
can be written as follow:
t

σ (t) = ∫ G(t − τ )
0

dε
dτ
dτ

(1)

In the equation, t is current time and τ represents past
time. G(t − τ ) is a varied value, which can be represented by
a Prony series as in Eq. (2):
n

G(t) = G0 (w∞ + ∑ wi e

−

t
t ri

)

(2)

i=1

where

tri

is relaxation time, G0 is the instantaneous elastic

shear modulus, and which is obtained from Eq. (3), wi is the
weight factor for each Maxwell element, and which is in
coincidence with Eq. (4)

G0 =

E0
2(1+ ν )

15

go up to a maximum temperature of 1500°C quickly. The
instantaneous temperature in the furnace was controlled and
monitored by a proportional-integral-derivative digital
temperature controller. The continuous thrust for the
machine is provided by a servo motor and an actuator with
precise ball screw is drived by the servo motor. Through the
ball screw the rotary motion of the motor is converted into
linear motion. Speed, torque and the number of rotations of
the motor controlled by programmable logic controller (PLC
) precisely are converted into straight line speed, thrust and
position of the ball screw controlled respectively. In order to
control and monitor instantaneous thrust, a load cell was
installed on the lower mold. The PLC was connected to large
touch screen through a serial port which permits to control
and monitor load, speed and mold position during the tests.
(a)

(3)

E0 and ν are Young’s modulus and Poisson’s ratio in the
Eq. (3), respectively.
n

w∞ + ∑ wi = 1

(4)

i=1

As we all known, The important characteristic of
viscoelastic property is its strong correlation of temperature.
This property can not be neglected during the building
process of material models. The glass used in GMP usually
can be characterized as thermo-rheologically simple
material, so the effect of temperature can be described by
correspondingly simple model. In this model, the “
temperature shift factor” function (A(T)) is used generally,
which can be written as Eq. (5) as follow:

ln(A(T )) =

H 1
1
(
− )
R Tref T

(b)

(5)

where H and R are the activation energy and gas constant
respectively, Tref is the reference temperature.

Fig. (2). Schematic diagram of viscoelastic model.
3. EXPERIMENTAL MACHINE
In order to investigate the glass molding press in the
study, A compression molding machine was designed and
produced. As shown in Fig. (3). One 10 KW cylindrical
furnace was used as a heat source for the machine, which can

Fig. (3). Experimental setup for glass compression tests (a)
schematic diagram (b) GMP setup.
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4. RESULTS AND DISCUSSION
4.1. Material Model Used and its Verification

Table 1.

Parameters of the general Maxwell model using in
the simulation.
1

0.17163

0.80432

2

0.36592

0.80448

3

0.33023

0.43588

4

0.10331

0.02292

To verify that the proposed general Maxwell model with
parameters listed in Table 1 is feasible for FE analysis under
different temperature conditions, some comparisons between
FE simulation results and experimental data were done.
Numerical simulation was performed using the commercial
non-linear finite element code MSC Marc. Only one half of
the tooling and the sample are modeled because of the
symmetry. Fig. (5) shows the two dimensional symmetric
cylinder pressing model in the simulation. The upper and
down molds were modeled as rigid bodies and the glass was
modeled as a viscoelastic material with parameters given in
Table 1. Axisymmetric quadrilateral element and adaptable
element that is changed in the side of element number
according to deformation of simulation model was used.
Temperature-dependent properties of high temperature glass
were accounted using a shift function (A(T)) which uses the
user subroutine TRSFAC implemented in the simulation.

Upper mold

10mm

Symmetry axis

Down mold

Pressing

5mm

Fig. (5). Two Dimensional Symmetric Simulation Cylinder
Pressing Model.
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6
5
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In this research, The used glass is L-LAH84 with
transition temperature about 527°C, the elastic shear
modulus and Poisson’s ratio of L-LAH84 are 428 MPa and
0.303 respectively. In order to attain the parameters of
generalized Maxwell model for FEM simulation, the
cylindrical sample with diameter and height of 10 mm was
heated to 560°C, and pressed at a velocity of 5 mm/min until
the load was up to the specified 400 N. Then the mold was
maintained still for load relaxation. The load relaxation curve
at 560°C is shown in Fig. (4). The red continuous line is the
curve fitted by a 4-pair general Maxwell model. Through
fitting the detailed parameters of the model are attained, as
shown in Table 1.
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Fig. (4). Comparison of Load Relaxation between Experiment Data
and Fitting Data Using a 4-pair General Maxwell Model at 560°C.

Fig. (6). Comparison of Experimental and Simulated Stress
Relaxation Data at Different Temperatures (a) 560°C (b) 580°C.
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Fig. (6) shows the comparison of stress relaxation
between experiment and simulation at different temperatures
(a)560°C (b)580°C. It can be found from the figure that the
predicted data obtained from the FEM show a good
agreement with the measured results, which shows FEM can
be used for modeling viscoelastic material behavior during
lens molding and the obtained model parameters is
feasibility. Meanwhile, The conclusion that the stress
relaxing faster with higher temperature can be attained.
Fig. (7) shows the load variation at different time. For
comparison, the experimental data and simulation data were
compared in the figure. It is found that the trends of the
results are basically the same, although there are some small
deviations. Therefore, the proposed model that was used to
express the deformation behavior of L-LAH84 glass is
reasonable in this paper.
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Fig. (7). Load variation data obtained by experiment and simulation
at 560 °C.
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(c)

4.2. Simulation of Lens Forming Stage
Fig. (8) shows the two dimensional symmetric FEM
model of lens molding. The glass sample was meshed into
2900 four-node elements. Without considering molds
deformation, upper and lower molds were modeled as rigid
bodies. Heat transfer at the glass-mold interface was
neglected.

3.209e+000
2.568e+000
1.927e+000
1.286e+000
6.453e-001

Upper mold

4.253e-003

Equivalent Von Mises Stress (MPa)

Down mold

Fig. (9). Comparison of predicted stresses distribution at different
molding temperatures (a) 560 °C (b) 580 °C and (c) 600 °C.
z
x

Fig. (8). FEM model of lens molding.

y

In order to analyze the influence of temperature on stress
in lens. the molding speed is set to 1 mm/sec constantly,
while the temperatures are varied from 560 °C to 600 °C. The
stresses distribution predicted by FEM at three different
molding temperatures are shown in Fig. (9). From the figure
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we can find that the maximum stress appear at the edge of
lens. Higher stress will cause lens rupture easily at this zone,
which was verified by experiment results, as shown in Fig.
(10). Consider from another aspect, large stress inside lens
will make glass refractive index change, which will affect
imagining quality [9]. The other conclusion that with the
temperature increasing the stresses inside the molded lens
decreasing can be attained from Fig. (9). This phenomenon
can be explained from two aspects. One is that glass
viscosity continues to fall exponentially with temperature
increasing, which makes flow ability of glass better and
reduce the stress. The other reason is that stress relax faster
at higher temperature, as explained above. From Fig. (9),
another phenomenon that with the temperature increasing,
the filling ratio is increasing can be found obviously.
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Fig. (10). Common Breakage Failure of Lens.

Meanwhile, in order to analyze the influence of molding
velocities on stress in lens, the molding temperature is set to
600°C constantly, while the molding velocities are changed
from 1 mm/sec to 3 mm/sec. Fig. (11) shows the predicted
stress at three different forming velocities. The result that
with the molding velocity increasing the stress in lens will
continue to rise. This is because the glass material express
viscoelastic at molding temperature. With the increase of the
molding velocity, the molding time will be shortened, the
stresses in the lens have no enough time to relax.
Fig. (12) shows the load variation at different velocities
when the molding temperature is 600°C. It was found that
with the molding velocities higher, the load higher. During
the later part of forming stage, the molds are approaching the
closed position, the flow of glass is constrained which make
forming load increase rapidly.
CONCLUSION
Research on the high temperature deformation behavior
of glass was performed in this work, The main conclusions
and contributions from this work can be made as follows:
(1)

A hot forming machine was designed for lens
molding experiments, which meet the need to have a
flexible design to conduct a range of tests and a
capability to precisely control and monitor velocity,
position, temperature and load during the
experiments.
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Fig. (11). Comparison of Predicted Stresses Distribution at
Different Molding velocities (a) 1 mm/sec (b) 2 mm/sec and (c) 3
mm/sec.
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